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CLIENT: NeoPoxy Corporafion

SUBJECT: One (1) sample received on 03/29/99 and identified by the client as:

Concrete

AUTHORIZATION: Client's Furchase Order #1IP0-2270 NPR-5303

PURPOSE: To test the oull-off strength of a coating on the concrete

TEST DATE: 03/30/99

PROCEDURE: Testing was conducted in accordance with ASTM D-4541

RESULTS: Force Required for Failure
Trial 1 60 ka/em? 1000 Ibfin?
Trial 2 60 Kglem® 1000 Ibfin’
Trial 3 60 Kaglem? 1000 Iblin

All tnials concrete failled
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